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We report the morphological and compositional characteristics and their effect on optical properties
of Er-doped GaN grown by solid source molecular beam epitaxy on sapphire and hydride vapor
phase epitaxy GaN substrates. The GaN was grown by molecular beam epitaxy on sapphire
substrates using solid sources~for Ga, Al, and Er! and a plasma gas source for N2. The emission
spectrum of the GaN:Er films consists of two unique narrow green lines at 537 and 558 nm along
with typical Er31 emission in the infrared at 1.5mm. The narrow lines have been identified as Er31

transitions from the2H11/2 and4S3/2 levels to the4I 15/2 ground state. The morphology of the GaN:Er
films showed that the growth resulted in either a columnar or more compact structure with no effect
on green light emission intensity. ©1999 American Vacuum Society.@S0734-211X~99!06303-9#
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The optical properties of rare earth~RE! elements~such
as Nd, Er, Pr! have led to many important photonic applic
tions, including solid state lasers, telecommunications~opti-
cal fiber amplifiers, fiber lasers!, optical storage devices, dis
plays. In most of these applications the host materials for
REs were various forms of oxide and nonoxide glasses.
emission can occur at visible or infrared~IR! wavelengths
depending on the electronic transitions of the selected
element and the excitation mechanism. Semiconduc
doped with REs such as Pr and Er have exhibited only
lowest excited state as an optically active transition. Ho
ever, the presence of these transitions at IR wavelengths~1.3
and 1.54mm! coincident with minima in the optical loss o
silica-based glass fibers utilized in telecommunications co
bined with the prospect of integration with semiconduc
device technology has sparked considerable interest.

The III–N semiconducting compounds are of particu
interest as hosts for REs because of their direct band gap
high level of optical activity even under conditions of rath
high defect density, which would quench emission in oth
smaller-gap III–V and wide-gap II–VI compounds. E
amples of other RE-doped wide band gap semiconduc
~WBGS! which have been reported include GaP,1 SiC,2 and
III–V compounds.3 Advantages of WBGS over other sem
conductors and glasses include chemical stability, car
generation~to excite the rare earths!, and physical stability
over a wide temperature range. The doping of III nitrid
~GaN, AlN! with Er by molecular beam epitaxy~MBE! and
metal-organic chemical vapor deposition~MOCVD! both
during growth and postgrowth by ion implantation has be

a!Electronic mail: a.steckl@uc.edu
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reported.4–11 The successfulin situ incorporation12–14 of Er
into AlN and GaN by MBE and its IR emission character
tics have been reported by other groups. None of these
ticles in the literature report emission in the visible ran
from Er-doped III-nitrides. Recently, our group ha
reported15–18 the in situ incorporation of Er into GaN by
MBE on both sapphire and silicon leading to room tempe
ture visible and IR emission by both photoluminescence
electroluminescence~EL!. In GaN:Er, besides the commonl
measured 1.5mm emission, we observed two narrow an
very strong green lines at 537 and 558 nm, correspondin
higher level Er31 transitions. In this article, we present in
formation on the structural properties of the GaN:Er films
both sapphire and hydride vapor phase epitaxy~HVPE! GaN
substrates grown at MIT Lincoln Laboratory.

We have grown Er-doped GaN films in a Riber MBE-3
system directly onc-axis sapphire and on 20-mm-thick GaN
on sapphire grown by HVPE. Solid sources were employ
to supply the Ga~7N purity!, Al ~6N!, and Er~3N! fluxes,
while an SVTA radio-frequency~rf!-plasma source was use
to generate atomic nitrogen. Prior to insertion into the MB
the sapphire was cleaned in acetone and methanol and ri
in DI water. The HVPE GaN was cleaned in acetone, met
nol, and dipped in 10% HF. The sapphire substrate was
tially nitrided at 750 °C for 30 min at 400 W rf power with
N2 flow rate of 1.5 sccm, corresponding to a chamber pr
sure of mid-1025 Torr. An AlN buffer layer was then grown
at 550 °C for 10 min with an Al beam pressure of 2
31028 Torr ~cell temperature of 970 °C!. Growth of the
Er-doped GaN proceeded at 750 °C for 3 h with a constant
Ga beam pressure of 8.231027 Torr ~cell temperature of
922 °C!. In the case of the HVPE GaN, no nitridation o
1195/17 „3…/1195/5/$15.00 ©1999 American Vacuum Society
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buffer layer was used. The Er cell temperature was va
from 900 to 1100 °C. The resulting GaN film thickness w
nominally 2.4mm giving a growth rate of;0.8 mm/h, as
measured by scanning electron microscopy~SEM! and trans-
mission spectroscopy. Additionally, two samples, one gro
on sapphire and one on HVPE, were annealedin situ imme-
diately after growth at 700 °C in high vacuum condition
We used both SEM and a Dimension 3100 atomic fo
microscope~AFM! to examine the surface morphologic
properties and utilized secondary ion mass spectrosc
~SIMS! and Rutherford backscattering~RBS! to understand
the compositional effects.

Photoluminescence~PL! characterization of the thin films
was performed with a He–Cd laser excitation source a
wavelength of 325 nm, corresponding to an energy gre
than the GaN band gap. Further details on PL experime
can be found elsewhere.15,16 PL excitation resulted in gree
emission from the Er-doped GaN films, visible with the n
ked eye. The room temperature PL is shown in Fig. 1 fo
GaN film grown on sapphire and HVPE GaN at 750 °C w
the Er cell temperature of 1100 °C. The green emission li
at 537 and 558 nm have been identified as2H11/2 and 4S3/2

transitions to the4I 15/2 ground state levels in the trivalen
Er31 ion. We have also observed17 the corresponding IR
emission.

SEM micrographs of several GaN:Er films grown o
Al2O3 and HVPE GaN substrates are shown in Fig. 2. T
samples grown on sapphire substrates are shown in Figs.~a!
and 2~b! with the Er cell at 950 °C and 1050 °C, respe
tively. These two surfaces exhibit very different morpholog
yet both show the same green Er-related emission. Fig
2~a! shows a columnar structure with a grain size on
order of 0.2mm or less, while Fig. 2~b! shows a GaN film
with a compact structure and unusual broad and squat sp
protruding from the surface. Spikes similar to Fig. 2~b! have
been previously observed16 in GaN:Er films grown on Si
~111!. Figures 2~c! and 2~d! show the surface morphology o
GaN:Er films grown on HVPE GaN substrates. The G

FIG. 1. Visible PL spectrum of Er-doped GaN films grown on sapph
~upper! and HVPE GaN at 750 °C. The Er cell temperature for both fil
was 1100 °C. The PL is performed at room temperature with the He
laser line at 325 nm.
J. Vac. Sci. Technol. B, Vol. 17, No. 3, May/Jun 1999
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film grown on HVPE with the Er cell temperature at 1000 °
@Fig. 2~c!# has a compact structure similar to that grown
sapphire with the Er cell at 1050 °C@Fig. 2~b!#, although
with smaller spikes and a lower overall spike density on
surface. The sample shown in Fig. 2~d! has had postgrowth
in situ annealing at 700 °C and it shows a highly column
structure similar to that in Fig. 2~a!. This preliminary anneal-
ing was found to have no significant effect on the morph
ogy of the GaN thin films. However, a more comprehens
investigation of the effect of annealing needs to be p
formed, with variations in anneal temperature, ambient atm
sphere, and time. All films grown in this experiment sho
either of the two growth modes or their combination:~1!
columnar films or~2! compact films with spikes. This phe
nomenon neither appears to be a function of Er flux~cell
temperature! nor of whether the sample was annealed.

The difference in the two structures, columnar vers
compact, does not appear to significantly effect the PL int
sity of the green Er emission. This lack of dependence
Er31 emission on film microstructure indicates that Er inco
porates substitutionally in the lattice rather than segregat
the boundaries. Previously, a study19 was done on the effec
of III/V flux and growth temperature on the morphology
GaN on Si~111! substrates. It was found that a N-rich su
face produced ‘‘whisker-like nanocrystals,’’ while on a G
rich surface the growth was ‘‘more compact.’’ Growth in
columnar manner is typical for MOCVD20 GaN with highly
oriented grains varying only by a small tilt or twist. For ou
growth runs, Ga flux and N2 flow and power were kept con
stant. It is unclear at present why certain GaN:Er film
formed in a compact manner and some grew via column

AFM scans were done using a Digital Instruments Dime
sion 3100 to obtain more quantitative data on the surf
morphology and roughness. Several 5mm square scans wer
analyzed for average roughness on each of the GaN:Er fi
The surface average roughness (Ra) is calculated as one ove
the area times the integral over a function ofx andy deter-

d

FIG. 2. SEM photos of GaN:Er films on sapphire~a!,~b! and HVPE GaN
~c!,~d!.
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FIG. 3. AFM surface plots of GaN:Er films on sapphire~a!,~b! and HVPE GaN~c!,~d!.
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as the reference plane:

Ra5
1

LxLy
E

0

LyE
0

Lx
F~x,y!dx dy. ~1!

Figure 3 shows representative three-dimensional~3D! sur-
face plots from samples grown on sapphire and HVPE. T
samples shown in Figs. 3~a! and 3~b! were grown on sap-
phire with an Er cell temperature of 950 and 1050 °C,
spectively. Figure 3~a! shows a uniformly rough area wit
large spikes and an average roughness (Ra) of 15 nm. Fig.
3~b! exhibits no uniformity and has an averageRa value of
40 nm. The spikes seen on the SEM micrographs are
visible here due to the physical contact of the AFM tip ind
cating that the spikes are very fragile. Figures 3~c! and 3~d!
are scans of the films grown on HVPE. Figure 3~c! shows the
best smoothness and uniformity of all the samples in
analysis with anRa value of 6.4 nm. In Fig. 3~d! columnar
regions are visible. In the areas of no columns, a roughn
of 7.2 nm was measured. When the columns were includ
the averageRa value was 10 nm. A compilation of theRa

values are shown in Fig. 4 for the samples grown on s
phire. The general trend is that the surface roughness
creases as the Er flux increases. This is not unexpected a
GaN lattice changes or deforms to accept a higher Er c
centration.

SIMS was performed to determine the concentration of
and unintentional impurities present and the doping profi
Figure 5 shows a representative Er concentration profile
the sapphire substrate~Er cell 5 1100 °C! demonstrating tha
JVST B - Microelectronics and Nanometer Structures
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incorporation was constant throughout growth. This conc
tration ('331020 atoms/cm3) corresponds to a doping leve
of ;0.3 at. % ~using a GaN density of 8.7831022 atoms/
cm3), the highest we report in this study. A further check
the Er concentration in the sapphire was performed by R
This plot is shown in Fig. 6. This demonstrated that at an
cell temperature of 1050 °C, Er incorporation was 0.2 at
providing a calibration check on our results. Representa
spectrum of the C, O, and Si impurities are shown in Fig.
For both substrates, impurity doping was relatively const
although generally higher on the sapphire substrate. The
terface also contains higher amounts of the three conta

FIG. 4. Roughness measurements by AFM for GaN:Er films grown on s
phire as a function of Er cell temperature.
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nants which can be remedied by a more aggressive prec
ing. We believe the source of the impurities originate in t
Er material. Other possible contamination avenues incl
the plasma source and the memory effect of the cham
Certainly, the role of oxygen and its effect on Er PL intens
on the green and IR emission needs to be explored furthe
is well known that oxygen can enhance Er emission in the
for other semiconductors.21–24Typically, oxygen is doped or
coimplanted with Er to achieve roughly the same or hig
concentration as the rare earth. In our case, oxygen is on
two orders of magnitude lower than the Er concentration
is also interesting to note the profile of carbon in our GaN
sample. Another study25 examined the effect of carbon dif
fusion through an undoped layer. In that study, the auth
claimed that carbon diffused throughout the undoped la
decreasing in concentration by roughly an order of mag
tude. We see a similar drop in our samples~from the front
surface back to the interface!, yet these samples were n
intentionally doped with carbon. Of course, other effe
could explain the carbon profile, such as SIMS ‘‘implan
tion’’ of C from the contamination layer found at the to
surface.

FIG. 5. Er concentration profile for a film grown on sapphire with an Er c
temperature of 1100 °C.

FIG. 6. RBS measurements of GaN:Er film grown on sapphire with an
cell temperature of 1000 °C. The concentration was found to be 0.2 at
J. Vac. Sci. Technol. B, Vol. 17, No. 3, May/Jun 1999
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A plot of the Er concentration as a function of Er ce
temperature for the samples grown on sapphire is show
Fig. 8 along with the PL intensity of green~537 and 558 nm!
emission lines. Generally, as the cell temperature increa
the amount of Er incorporated and thus the PL intensity
creases as would be expected. From this plot we deduce
the solid solubility limit of Er incorporated in the GaN lattic
has not been reached. With such a high atomic concentra
of Er, we would expect some crystal defects~e.g., vacancies
dislocations, stacking faults, etc.! to be created due to th

l

r
.

FIG. 7. SIMS measured impurity concentrations as a function of depth
films grown on sapphire~a! and HVPE GaN~b!.

FIG. 8. Er concentration as a function of cell temperature for the sam
grown on sapphire. Also shown is the PL intensity of the 537 and 558 nm
emission lines. Lines are drawn to aid the eye.
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large atomic size. Further studies need to be conducte
determine the lattice location and damage created by
heavy incorporation of such a large species.

In summary, we have reported the optical, morphologic
and compositional characteristics of Er-doped GaN grown
solid source MBE on sapphire and HVPE GaN substra
We observed novel green emission from Er in GaN and
amined the corresponding structural properties of the
films. Composition data provided by SIMS and RBS demo
strated that we have incorporated a high concentration (;1
at. %! of Er in GaN and the solubility limit had not bee
reached. Since emission from these films is already vis
under ambient light, we expect that the intensity can be
creased by higher Er incorporation. This would have sign
cant impact for the optoelectronics industry. New and s
pler devices can be manufactured that would rival exist
technology.
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vada! and a ARO AASERT grant. Equipment support w
provided by an ARO URI grant and the Ohio Materials N
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